Multifunctional mulberry silk fabrics with excellent temperature-and pH-sensitivity, antibacterial properties and permeability are successfully prepared by surface modification with PNIPAAm/chitosan/poly(ethylene oxide) nanofibers. The nanofibers deposited on the surface of mulberry silk fabric are produced by the electrospinning technique. The surface properties of mulberry silk fabrics were changed by coating process and glutaraldehyde vapor cross-linking technology. The PNIPAAm/chitosan/PEO nanofibers have good apparent morphology and uniform fiber diameter. The contact angle of modified mulberry silk obviously increases with the increasing temperature. The bacterial reduction rates of modification of mulberry silk against E. coli and S. aureus all reach above 80%. Permeability test results show that it can largely improve the poor permeability of coated fabric by intelligent nanofiber modification technology. The air permeability of temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers, which has reached about 5.1 × 10 2 L/m 2 /s, is higher than that of the silk fabric coated with PNIPAAm/chitosan/PEO solution that reached 1.5 × 10 2 L/m 2 /s. The nanofibers coated with mulberry silk fabrics show outstanding temperature-and pH-sensitivity, antibacterial properties and permeability, and may be a potential application in medical care, intelligent materials and textiles.
Introduction
In the past decades, many research works have been dedicated towards the modification silk functionalization, both in industrial and academic circles, aiming at imparting new and high performance functions to the silk fabrics. For this purpose, great efforts have been devoted to the surface modification of silk fabrics in order to control its properties, such as crease recovery, dyeing ability, color fastness, or hydrophobicity [1] [2] [3] [4] . A particular interesting strategy would be to graft stimuli-responsive polymers that would turn silk textiles into a smart material that responds to changes in the environment, e.g., temperature, pH or light. The emerging applications of stimuli-responsive polymers have a large potential and have attracted much interest [5] [6] [7] [8] [9] .
Currently, the most attractive ways to modify surfaces with polymer is to perform surface-initiated polymerization via a "grafting from" approach that can be used to polymerize poly(N-isopropylacrylamide) (PNIPAAm) brushes. PNIPAAm is a well-known thermoresponsive polymer that shows an extended hydrophilic chain conformation below its lower critical solution temperature in aqueous solution and undergoes a phase transition to insoluble and hydrophobic aggregates when temperature is above its lower
Fabrication of Electrospun Nanofibers
Electrospinning was performed using electrospinning machines (KH08, Jinan Liangrui Technology Co., Jinan, China) with a horizontal set up containing a high DC voltage power supply and a syringe pump. All the electrospinning experiments in this study are at room temperature, humidity of about 65%.The electrospinning process was performed at 20 kV applied voltage, 15 cm working distance, and 0.03 mL/h flow rate. The nanofiber mats were produced with a deposition time of 30, 60, and 90 min.
Functionalization of Mulberry Silk
The silk fabric was soaked in glutaraldehyde solution for 30 min and then fixed on the cylinder. The PNIPAAm/chitosan/PEO nanofibers were manufactured from the primary PNIPAAm/chitosan/PEO spinning solution, while the functional mulberry silk was prepared by the further crosslinked on the glutaraldehyde vapor condition at room temperature for 24 h. The scheme of the of functional mulberry silk is shown in Figure 1 . 
Characterization

Hydrogel pH-Responsive Swelling Behaviors
The 4 groups of PNIPAAm/chitosan hydrogels were immersed for 24 h in various pH buffers and dried in vacuo at room temperature for 24 h. The swelling degree (q) was calculated as follows [26] :
where Wd and Ws are the masses of the dried and fully hydrated hydrogel, respectively.
Hydrogel Thermosensitive Behavior Measurements
For each PNIPAAm/chitosan hydrogel, the 4 groups of swelling hydrogel was injected in the shape of 10 mm × 10 mm × 40 mm cuvette. The temperature was raised from 25 to 60 °C, and every test temperature was stabilized for 5 min before analysis. The transmittance at 500 nm was measured using a 723 UV-Vis spectroscopy (APL Instruments Shanghai Co., Ltd., Shanghai, China). 
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Hydrogel Thermosensitive Behavior Measurements
For each PNIPAAm/chitosan hydrogel, the 4 groups of swelling hydrogel was injected in the shape of 10 mm × 10 mm × 40 mm cuvette. The temperature was raised from 25 to 60 • C, and every test temperature was stabilized for 5 min before analysis. The transmittance at 500 nm was measured using a 723 UV-Vis spectroscopy (APL Instruments Shanghai Co., Ltd., Shanghai, China). The morphologies of the mulberry silk fabric and nanofiber mats were analyzed using a scanning electron microscope (SEM, JSM-IT100, JEOL, Tokyo, Japan).
Fourier Transform Infrared Spectroscopy
The properties of the secondary structure and degree of crystallinity of NIPAAm, chitosan, PNIPAAm, PNIPAAm/chitosan/PEO nanofibers and the mulberry silk, intellectualized mulberry silk were characterized by Fourier-transform infrared spectroscopy (FT-IR, Tensor-37, Bruker, Karlsruhe, Germany).
Fabric Contact Angle Measurements
The contact angle of water was measured using angle measurements (PT-705, PST International Equipment Co., Ltd., Dongguan, China), and the contact angle values were recorded after 3 s when the water drop began to still on the silk fabric.
Fabric Air Permeability Measurements
Air permeability of the the mulberry silk fabric was examined using Air Permeability Tester (FX 3300 LabAir IV, Lippo Science Equipment Co., Ltd., Shanghai, China).
Fabric Antimicrobial Activity Measurements
The antibacterial activity was quantitatively evaluated against Staphylococcus aureus (ATCC 6538) and Escherichia coli (ATCC 8739), according to the AATCC 100 test method and GB/T 31713-2015 [27] . The 3 groups of fabric samples with 4.8 ± 0.1 cm diameter were placed in a 50 mL conical flask and inoculated with 0.5 mL of bacterial culture. After incubation over contact periods of 24 h, the solution was serially diluted. The diluted solution was plated on nutrient agar and incubated for 24 h at 37 ± 2 • C. Colonies of bacteria recovered on the agar plate were counted and the percent reduction of bacteria (R) was calculated by the following equation:
where R is the reduction (%), B is the number of bacteria recovered from the inoculated treated test specimen swatches in the jar incubated over the desired contact period, and A is the number of bacteria recovered from the inoculated treated test specimen swatches in the jar immediately after inoculation (at "18 h" contact time). Figure 2 illustrates the swelling degree of PNIPAAm/chitosan hydrogel against the various pH buffers. Below pH = 6, the hydrogel swelled up to 3.5 times. The swelling of the hydrogel increased significantly, up to 5 times, at pH = 7, and then continued more gradually as the value of pH increased to 8. At pH = 10, the swelling of hydrogel collapsed to levels slightly above those above at pH = 8.
Results and Discussion
pH-Responsive Swelling Behaviors
This observation implied that the swelling of the PNIPAAm/chitosan hydrogel was responsive to the ionic strength as well. The swelling transitions were caused by the ionization of carboxylic acid groups and ammonium group on hydrogel [28] . The interaction between -NH + group and -COO − group in acidic buffer solution moves weakened as the gradually decreased pH. This is bacause the carboxylic acid groups are mainly exist in the form of -COOH group in acidic buffer solution. However, the hydrogen bonds between -NH + group and -COO − group with water deseparately enhanced and the swelling degree markedly improved as the increased pH [29, 30] . 
Thermosensitive Behavior
The schematic illustration of the hydrophilic-hydrophobic phase transition of PNIPAAm was shown in Figure 3 . In this temperature range, which is below LCST (the lower critical solution temperature) (LCST = 33 °C), PNIPAAm interacts preferentially with solvent molecules and adopts an extended configuration. With the increasing temperature, PNIPAAm molecules gradually turn into the hydrophobic state forming hydrogen bond. The mobility of each molecule is therefore seriously restricted by the hydrogen-bonded polymer networks. At the higher temperature region, the hydrophilic-hydrophobic transition has finished, and the slow increase of aliphatic resonance intensity is attributed to the increased molecular mobility at elevated temperature. The transmittance curves in Figure 4a suggest that of PNIPAAm/chitosan hydrogel showed an obvious phase teansition. The results show that the transmissivity of the sample decrease with the increasing temperature. The LCST was defined as the temperature at the highest point of the derivation curve of transmittance vs. temperature. The data indicated that the LCST of PNIPAAm/chitosan hydrogel was about 33 °C after curve fitting [31] . This indicates that the chitosan did not chemically react with the N-isopropylacrylamide. And the thermosensitive behavior of the PNIPAAm/chitosan hydrogel is shown in Figure 4b . The phase teansition of PNIPAAm/chitosan hydrogel gradually changes from the colorless transparent to white with the increasing temperature. When the temperature is about 33 °C, the color of PNIPAAm/chitosan hydrogel is almost totally white quite, as suggested by the analysis of the transmittance curves [32] [33] [34] . 
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Morphology of Nanofiber Mats
(e) (f) Figure 6 . The morphology of (a) silk fabric, (b) temperature-and pH-sensitivity mulberry silk fabric (×200), (c) temperature-and pH-sensitivity mulberry silk fabric (×250), (d) temperature-and pH-sensitivity mulberry silk fabric (×1000), (e) PNIPAAm/chitosan/PEO nanofibers (×1000), and (f) PNIPAAm/chitosan/PEO nanofibers (×15,000). Figure 7A presents the FT-IR spectra in the range from 2000 to 500 cm −1 , which reflects comprehensively the NIPAAm powders, PNIPAAm powders, chitosan powders, PNIPAAm/chitosan hydrogel, and PNIPAAm/chitosan/PEO nanofibers. Infrared absorption spectra of the NIPAAm show characteristic absorption bands of the NIPAAm component assigned mainly to the double carbon bonds (C=C). The PNIPAAm powders give the characteristic absorption bands corresponding to the C=O stretching vibration. It can be seen from Figure 7A(a,b) that the appearance of the absorption spectra of NIPAAm at about 1622 cm −1 corresponds to the C=C bond, wherein the absorption peak disappears by radical polymerization among NIPAAm monomers. It indicated that the NIPAAm monomer was successfully polymerized into products. Previous research work showed that the characteristic transmission peak of PEO attributed to the C-O-C stretching vibration presents at 1095 cm −1 [33] . Moreover, this band is not disturbed by the mixture between PEO solution and PNIPAAm/chitosan solution (see Figure 7A (e)). As a result, poly(ethylene oxide) is appropriate to be used to improve the spinnability of PNIPAAm/chitosan.
FT-IR Spectrum
Infrared spectroscopy was employed to investigate the molecular conformation of the PNIPAAm/chitosan/PEO nanofibers, temperature-and pH-sensitivity mulberry silk fabric and silk Figure 6 . The morphology of (a) silk fabric, (b) temperature-and pH-sensitivity mulberry silk fabric (×200), (c) temperature-and pH-sensitivity mulberry silk fabric (×250), (d) temperature-and pH-sensitivity mulberry silk fabric (×1000), (e) PNIPAAm/chitosan/PEO nanofibers (×1000), and (f) PNIPAAm/chitosan/PEO nanofibers (×15,000). Figure 7A presents the FT-IR spectra in the range from 2000 to 500 cm −1 , which reflects comprehensively the NIPAAm powders, PNIPAAm powders, chitosan powders, PNIPAAm/chitosan hydrogel, and PNIPAAm/chitosan/PEO nanofibers. Infrared absorption spectra of the NIPAAm show characteristic absorption bands of the NIPAAm component assigned mainly to the double carbon bonds (C=C). The PNIPAAm powders give the characteristic absorption bands corresponding to the C=O stretching vibration. It can be seen from Figure 7A(a,b) that the appearance of the absorption spectra of NIPAAm at about 1622 cm −1 corresponds to the C=C bond, wherein the absorption peak disappears by radical polymerization among NIPAAm monomers. It indicated that the NIPAAm monomer was successfully polymerized into products. Previous research work showed that the characteristic transmission peak of PEO attributed to the C-O-C stretching vibration presents at 1095 cm −1 [33] . Moreover, this band is not disturbed by the mixture between PEO solution and PNIPAAm/chitosan solution (see Figure 7A (e)). As a result, poly(ethylene oxide) is appropriate to be used to improve the spinnability of PNIPAAm/chitosan.
Infrared spectroscopy was employed to investigate the molecular conformation of the PNIPAAm/chitosan/PEO nanofibers, temperature-and pH-sensitivity mulberry silk fabric and silk fabric. It is well-known that the glutaric dialdehyde can be separately reacted with chitosan and mulberry silk (see Figure 7B ). By using a cross-linking agent, the aldehyde bonds (C=O) of glutaric dialdehyde separately reacted with the amine groups and hydroxyl bonds of chitosan and mulberry silk into the C=N and the C=C. The C=C, C=O and C=N produced a characteristic bands at 3084, 1701, and 1555 cm −1 , respectively, as we know the glutaric dialdehyde was volatile material. Thus, there are no extra glutaric dialdehyde in the resulting temperature-and pH-sensitivity mulberry silk fabric. And the Figure 7B(b) showed the intense peak at 3084, 1701, and 1555 cm −1 , suggesting that the reaction between the glutaric dialdehyde, chitosan, and the silk occurred. In contrast, there were no intense peaks at 3084, 1701, and 1555 cm −1 in the spectra of the PNIPAAm/chitosan/PEO nanofibers and silk fabric samples ( Figure 7B(a,c) ).
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Contact Angle
The hydrophilicity/hydrophobicity changes of the four groups of temperature-and pH-sensitivity mulberry silk fabrics were related to the structures of the modified silk fabric surface. The thermosensitive behavior was evaluated using a contact angle test apparatus. Contact angle images from the temperature-and pH-sensitivity mulberry silk fabric at different temperature and different times are shown in Figure 8 . Figure 8A show that the contact angle of the modified cotton fabric at different temperature increases apparently with the rising temperature of the samples. There is a sudden increasing of the contact angle when the temperature was higher than 35 °C. It can be seen from Figure 8B that the contact angle of the modified cotton fabric at 42 °C had no obvious change in different time and retained about 100°. However, the contact angle of the modified cotton fabric at 24 °C was decreasing from 30° to 0°. The above results were attributed to the structures changes of the PNIPAAM on the modified silk fabric surface. 
The hydrophilicity/hydrophobicity changes of the four groups of temperature-and pH-sensitivity mulberry silk fabrics were related to the structures of the modified silk fabric surface. The thermosensitive behavior was evaluated using a contact angle test apparatus. Contact angle images from the temperature-and pH-sensitivity mulberry silk fabric at different temperature and different times are shown in Figure 8 . Figure 8A show that the contact angle of the modified cotton fabric at different temperature increases apparently with the rising temperature of the samples. There is a sudden increasing of the contact angle when the temperature was higher than 35 • C. It can be seen from Figure 8B that the contact angle of the modified cotton fabric at 42 • C had no obvious change in different time and retained about 100 • . However, the contact angle of the modified cotton fabric at 24 • C was decreasing from 30 • to 0 • . The above results were attributed to the structures changes of the PNIPAAM on the modified silk fabric surface. 
Air Permeability
Air permeability is described as the rate of air flow passing perpendicularly through a known area, under a prescribed air pressure differential between the two surfaces of a material. Tests were performed according to ISO 9237 [35] , Determination of the Permeability of Fabrics to Air, using a Tex test FX-3300 air permeability tester. The pressure drop of 100 Pa and the test area 20 cm 2 were chosen for the measurement of air permeability to investigate the effect of the different conditions on the silk fabric. 
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As the control group, the four groups of coating silk fabrics were prepared with the PNIPAAm/chitosan/PEO solution and applied in the coating experiment at 30/60/90 min, respectively. The air permeability results of the temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers with undertreated 30/60/90 min, respectively, silk fabric coated with PNIPAAm/chitosan/PEO solution and the silk fabric are shown in Figure 9 . 
As the control group, the four groups of coating silk fabrics were prepared with the PNIPAAm/chitosan/PEO solution and applied in the coating experiment at 30/60/90 min, respectively. The air permeability results of the temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers with undertreated 30/60/90 min, respectively, silk fabric coated with PNIPAAm/chitosan/PEO solution and the silk fabric are shown in Figure 9 . According to Figure 9 , it was found that the temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers presented better performance results than that of the other silk fabric, with poorer air permeability. Moreover, the air permeability of temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers showed no obvious change with the increasing of treatment duration, which has reached about 5.1 × 10 2 L/m 2 /s. As a result, the performance of the temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers has barely changed in terms of air permeability compared with According to Figure 9 , it was found that the temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers presented better performance results than that of the other silk fabric, with poorer air permeability. Moreover, the air permeability of temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers showed no obvious change with the increasing of treatment duration, which has reached about 5.1 × 10 2 L/m 2 /s. As a result, the performance of the temperature-and pH-sensitivity mulberry silk fabric modified with PNIPAAm/chitosan/PEO nanofibers has barely changed in terms of air permeability compared with the silk fabric. However, the air permeability of the silk fabric coated with PNIPAAm/chitosan/PEO solution only reaches 1.5 × 10 2 L/m 2 /s. The method whereby the nanofibers modified the fabric has no effect on its permeability compared with the normal methods such as coating finishing. This is due to the distinctly high surface area to mass ratio and high porosity of the electrospinning nanofiber mats.
Antimicrobial Activity
The antibacterial efficiency of intellectualized thermoregulation silk fabric and silk fabric evaluated after the specific contact time and calculated by reduction percent of E. coli and S. aureus is shown in Table 1 . It was found that the bacterial reduction rates of the silk fabric modified with nanofiber mats against S. aureus and E. coli have reached all above 80%, respectively-better than that of the untreated silk fabric, and silk fabric coated with PNIPAAm/chitosan/PEO solution. This may be due to the fact that the chitosan can restrain the bacteria's free movement, inhibit their respiration and eventually cause death. The electrostatic attraction between chitosan and bacteria would make the leakage of the intracellular components, including water and protein, and eventually lead to the destruction of the bacteria [36]. 
Conclusions
The poly(N-isopropyl acrylamide) was synthesized in this paper at first; then the PNIPAAm was mixed with chitosan and poly(ethylene oxide) solution to obtain the electrospinning solution. Finally the electrospinning solution was electrospinned to prepare the PNIPAAm/chitosan/PEO nanofiber for modifying the mulberry silk fabric. The modified silk fabric performed well in terms of thermosensitive behavior and pH-responsive swelling behaviors, antimicrobial activity and air permeability, suggesting it has a potential in functional textiles and intelligent materials.
